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HA 2375 Powder Series 
 

HA 2375 
D10=21µm D50=32µm D90=46µm (typical) 

Apparent Density: 2.2 – 2.6 [g/cm3] 
Hall Flow: 30 – 38 [s/50g]  

HA 2375-1 
D10=15µm D50=25µm D90=38µm (typical) 

Apparent Density: 2.2 – 2.6 [g/cm3] 
Hall Flow: 30 – 38 [s/50g]  

HA 2375-2 
D10=18µm D50=36µm D90=55µm (typical) 

Apparent Density: 2.2 – 2.6 [g/cm3] 
Hall Flow: 30 – 38 [s/50g]  

Typical Microtrac Powder Particle Size Distribution and Morphology 
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